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inspecting item
reference ind

ex Inspection
index

Determine
the resultCF-4 10W40

Kinematic viscosity (40℃)

m m² / S
--- 107.32 qualified

Kinematic viscosity (100℃)

m m² / S
12.5-16.3 13.98 qualified

Flash point (opening), ℃
Not le
ss tha
n

205 219 qualified

pour point ℃
Not higher tha

n-25℃ -36 qualified

viscosity index /// 131 qualified

Low-temperature motility v
iscosity, mPa's (℃) 6890（-25） qualified

Water content,% (m / m) No more than
traces not have qualified

mechanical admixture Not greater th
an 0.01 0.003 qualified

spumescence /// qualified
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